
Report Number:  205

Report Date 01/11/2009

MOISTURE CONTENT REPORT

 

Client Name A D Bly Civil Engineering

Scheme Name Temporary Scheme Lab. Ref. 10377

Location Sample No.

Ticket No.Chainage

Sampled by Glen Johnson

Date Taken 29/04/19970Certificate of Sampling

Date Received 29/04/1997Material Group Aggregates

Date Tested 29/04/97Material Type Earthworks Materials

Material Name Type 1 - General Granular Materials

Source of Material

Plant

Stone Type Not Known

Analysis of 1A - Well Graded Granular to BS1377 : 1990 Part 2 Clause 9.2

Binder Type

Bore Hole/Trialpit No.

Depth

Type of Sample

Method of Preparation 0

Loss of Moisture During Storage 0

Moisture Content 12

Signed


